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Geochemical
Lab Report

Bondar-Clegg, Inc.
12988 West Cedar Dr.

Lakewood, Colorado 8022.8 -

(303) 989-1404

BONDAR-CLEGG

REPORT; 098-1615 < COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp, submitted by: j, barron
PROJECT: NONE LISTED DATE PRINTED: 19-DEC-S8

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 49 0.002 OPT Fire Asssy

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 49 2 -150 49 Assey Prep 49
Semple Pickup 1

remarks: final results are reported.

REPORT COPIES TO? MR. JIM BARRON 
MR. JIM BARRON

INVOICE to: MR. JIM BARRON

Bondar-Clegg, IJJc. 
129 , \\est Cedar Dr 
l.a~ewood, Colorado 80 '.8 · 
(3()3) 989-1404 
f 

REPORT: 098-1615 ( COMPLETE) 

BC 
BONDAR-CI EGG 

Geochemical 
Lab Report 

l- ____ __, REFERENCE INFO! NONE LISTED 

[- CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

49 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
MR, JIM BARRON 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

49 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

49 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 19-DEC-88 

METHOD 

Fire Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Prep 
Sal!!Ple Pickup 

49 
1 

INVOICE TO! MR, JIM BARRON 



Bondar-Clegg, Inc.
12980West Cedar Dr.

Lakewood, Colorado 80228 '
0^)989-1404 BC

BONDAR-CLEGG

Geochemical
Lab Report

REPORT*. 098-1615 project: none listed page i

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-520-0-5 <0*002 D2 R88-520-200-205 0*004
P2 RB8-520-5-10 <0*002 P2 R88-520-205-210 <0,002
D2 R88-520-10-15 <0*002 D2 R88-520-210-215 <0*002
D2 R88-520-15-20 <0,002 D2 R88-520-215-220 <0,002
D2 R88-520-20-25 <0*002 D2 R88-520-220-225 <0,002

D2 R88-520-25-30 <0,002 D2 R88-520-225-230 <0.002
D2 R88-520-30-35 <0*002 D2 R88-520-230-235 <0.002
D2 R88-520-35-40 0.003 D2 R88-520-235-240 <0*002
D2 R8S-520-40-45 0,008 D2 R88-520-240-245 <0,002
P2 R88-520-45-50 0.008

D2 R88-520-50-55 0,007
D2 R88-520-55-60 <0,002
D2 R88-520-60-65 <0,002
D2 R88-520-65-70 <0,002
D2 R88-520-70-75 <0.002

D2 R88-520-75-80
D2 RS8-520-80-85
B2 R88-520-85-90
B2 R88-520-90-95
B2 R88-520-95-100

0.003
<0.002
<0.002
<0,002
<0.002

*1 >■*'—* ■

. [ { (’ -

B2 R88-520-100-105 <0,002
D2 R88-520-105-110 <0,002

IQD2 R88-520-110-115 <0,002
D2 R88-520-115-120 <0,002
P2 R88-520-120-125 0,003

D2 R8B-520-125-130 <0.002
B2 R88-520-I30-135 0.003
B2 R88-520-135-140 <0.002
D2 R88-520-140-145 <0,002
D2 R88-520-145-150 <0.002

P2 R88-520-150-155 <0.002
D2 R88-520-155-160 0,003
D2 R8S-520-160-165 <0,002
D2 R88-520-165-170 <0.002
D2 R88-520-170-175 <0.002

D2 R83-520-175-180 <0.002
B2 R88-520-1S0-185 <0.002 >
D2 R88-520-185-190 0,009
D2 R88-520-190-195 0,006
D2 R8B-520-195-200 <0.002

L-

Bondar-Clef/,g, Inc. 
1298(•\\est Cedar Dr 
Lak 'Wood, Colorado 80 .., <l , 989-14(» 

REPORT: 098-1615 

SAMPLE ELEMENT 
NUMBER UNITS 

r-- D2 R88-S20-0-5 

I 
D2 RBS-520-5-10 
D2 RBB-520-10-15 
D2 R88-S20-15-20 
D2 R88-520-20-2S 

'---

D2 R88-520-25-30 
D2 RBB-520-30-35 
D2 R88-520-3S-40 
D2 R88-S20-40-4S 
D2 R88-S20-4S-SO 

D2 RBB-520-50-SS 
D2 RBB-520-55-60 
D2 RBS-520-60-65 
D2 R88-S20-65-70 
D2 R88-S20-70-75 

.....-- -
D2 R88-520-75-80 
D2 RSB-520-80-85 
D? RBB-520-85-90 
D2 R88-S20-90-9S 
D2 R88-S20-9S-100 

I D2 R88-S20-100-10S 
D2 RBB-520-105-110 
D2 R88-S20-110-11S 
D2 RBB-520-115-120 
D2 P.88-520-120-125 

~~ 

D2 R88-S20-12S-130 
D2 R88-S20-130-13S 
D2 RBB-520-135-140 
D2 RSB-520-140-145 
D2 R88-S20-145-1SO 

D2 R88-S20-1S0-1SS 
D2 RBS-520-155-160 
D2 RBS-520-160-165 
D2 RBS-520-165-170 
D2 RSB-520-170-175 

D2 RBS-520-175-180 
D2 RBB-520-180-185 
D2 RBB-520-185-190 
D2 R88-S20-190-19S 
D2 RBB-520-195-200 

Au 
OPT 

<0,002 
<0,002 
<0.002 
<0,002 
<0,002 

<0,002 
<0,002 
0,003 
0,008 
0,008 

0,007 
<0,002 
<0,002 
<0, 002 
<0,002 

0,003 
<0,002 
<0 ,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
0,003 

<0,002 
0,003 

<0,002 
<0,002 
<0,002 

<0,002 
0,003 

<0,002 
<0 ,002 
<0,002 

<0,002 
<0,002 
0,009 
0,006 

<0,002 

BC 
BO DAR-CLEGG 

PROJECT: NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 R88-520-200-205 0,004 
D2 RBS-520-205-210 <0,002 
D2 RSB-520-210-215 <0.002 
D2 R88-S20-215-220 <0,002 
D2 R88-520-220-22S <0,002 

D2 RSB-520-225-230 <0,002 
D2 RBS-520-230-235 <0,002 
D2 R88-S20-23S-240 <0,002 
D2 R88-S20-240-24S (0,002 
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Bondar-Clegg. Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHN MINING CGRP , 
MR* JIM BARRON 
P.0 * BOX 4 85 
DEADWOOD r SD 
37732

Invoice i 13492r Pade 1 

Date J 23-DEC-88

Report NoJ 098-1615 
Project : NOME LISTED 
Reference: NONE LISTED

^ t / Ay Analyses of Gold 
Subtotal

Sa mFie Pr ef aration
4 9 Samples of Assay P rep 
1 Sample of Sample Pickup 

Subtotal

at $ 6.50 t 318*50
i 318,50 ( 318,50

at * 3.00 $ 147*00
at $12.00 $ 12,00

$ 159,00 * 159.00

Miscellaneous Charges
A'/. S.D, STATE SALES TAX 
27. DEAD WOOD CITY SALES TAX 

Subtotal

$ 4,40
$ 2.20
$ 6.60 $ 6.60

Invoice Total! $ 484.10 U.S.

fSS - 57 o (c- -f/f)

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

·a 
. BONDAR-ClfGG 

{ [ 

BROHM MINING CORP. 
MR, JIM f:{1RRON 
r-'.O+ BOX 48::'i 
[1[(1DWOOD ~ Sft 

L1~- (mal·::!:::-~1 -::., of Gold 
Subt.ol,al 

1, ;;nn P 1 e F' r e r· ;J r· i'J t i o n 
49 SaruPles uf AssJY 

l !3~0;111Ple c1 f' SamPle 
Subt.o t.;:d 

Mi s;ce 11 c:,11eo1Js Oh? r~.h"•i,. 

F' r-e;,· 
F' i cf.-..u~~-

4% S.D. STATE SALES TAX 

4 

2% DEADWOOD CITY SALES TAX 
Subtotal 

( ( ( C - ~ ,; c:; \ 
I 

at. 

ed. 
a1 

$ 

$ 

T l"IV\J J Ct./ 

RePort No! 
F'raject 
F:e fe rern:e ! 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

134:.>2, 

?.3--DEC· .. BS 

098-1,~:l5 
NONE LISTFD 
NONE LISTED 

6.50 $ 318,50 
$, 3.LS.~50 $ 318,:io 

:L 00 '!; 1 J\ ., .oo .., , 
$12.00 $ 12.00 

$ 159,00 

4. 4() 
2.20 
t,, f.-..0 

$ 1 ~59 ,0(; 

$ 6.{:.0 

$ ~84,10 U.S. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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r· 'lO West Cedar Dr. 
l 1k ~ ood Colorado 80228 
t303) Jl 404 

[-_____ ___, 

t 

L 

BROHN MINING CORP, 
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Geochemical
Lab Report

Boinjar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 9^9-1404

BONDARCLEGG

REPORT*. 098-1621 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: erohm mining corp. 
project: none listed

SUBMITTED BY1 J. BARRON 
DATE PRINTED: 21-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 19 0,002 OPT Firs Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 19 2 -150 19 Assay Prep 19
Excessive Wetness 255

remarks: final results are reported,

REPORT COPIES TO: MR, JIM BARRON 
MR, JIM BARRON

INVOICE TO*, MR. JIM BARRON

Bompr-Clegg, Inc. 
12980 West Cedar Dr. 
l.all.i:: ~ood. Colorado 80228 
(303) 9~')..(404 

REPORT: 098-1621 { COMPLETE J 

CLIENT: P.ROHH MINING CORP, 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

19 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: HR, JIM BARRON 
MR, JIM BARRON 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

19 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

19 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 21-DEC-88 

METHOD 

Fire Assi3s 

SAMPLE PREPARATIONS NUMBER 

Assas Pre? 19 
E>:cessi ve Wetness 255 

INVOICE TO: HR, JIM BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 9tjp-l404 EC
BONDAR-CLEGG

REPORT! 098-1621 project; none listed_ _ _ _ _ _ page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

B2 R88-520-245-250 <0.002
02 R88-520-250-255 <0.002
02 R88-520-255-260 <0.002
02 R88-520-260-265 <0.002
02 R88-520-265-270 <0.002

02 R88-520-270-275 <0.002
02 R88-520-275-280 <0.002
02 R88-520-280-285 <0,002
02 R88-520-285-290 <0,002
02 R88-520-290-295 <0,002

02 R88-520-295-300 <0.002
02 R88-520-300-305 <0,002
02 R88-520-305-310 <0.002
02 RSS-520-310-315 <0,002 - - - - - - ,—— .. ...
02 R88-520-315-320 0,034 - - - - i--- Dli/Uim ii,__ ,_ _ _ *—„- - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -

02 R88-520-320-325
02 R88-520-325-330
02 R88-520-330-335
02 R88-520-335-340

0,013
0.004
0.035
0,003

-

nr'-
*, | i

I aiMLiiJj

Bon<!ar-Clegg, Inc. 
11981) \\est Cedar Dr. 
L k ·,x,c1 Colorado 80228 
003) Q "-1404 

C REPORT: 098-1621 

~ SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-520-245-250 
D2 R88-520-250-2SS 
D2 RSS-520-255-260 
D2 RBS-520-260-265 
D2 RSS-520-265-270 

D2 RSS-520-270-275 
D2 RSS-520-275-280 
D2 RBS-520-280-285 
D2 RSS-520-285-290 
D2 RSB-520-290-295 

D2 RSS-520-295-300 
D2 R88-S20-300-305 
D2 RSS-520-305-310 
D2 RSS-520-310-315 
D2 R88-S20-315-320 

D2 RBS-520-320-325 
D2 RBB-520-325-330 
D2 RSB-520-330-335 
D2 RSS-520-335-340 

Au 
OPT 

(0,002 
(0,002 
<0,002 
(0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0 ,002 
<0,002 
<0,002 
<0,002 
0,034 

0,011 
0,004 
0,035 
0,003 

BC 
BO DAR-Cl.EGG 

PROJECT: NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CORF. 
MR * JIM BARRON 
P.O. BOX 435 
DEADWOOD t SD 
57732

Invoice i 13478* Page 1

Date i 23-DEC-88

Report NoJ 093-1621
Project i NOME LISTED *
Reference: NONE LISTED

UfTvV' Analyses of Gold 
S u b t o t a 1

st * 6*50 $ 123*50
% 123.50 * 123*50

Sample Prep©ration
19 Samples of Assay Prep 

255 Samples of Excessive Wetness 
Subtotal

at $ 3.00 * 57.00
st $ 0.15 * 38.25

$ 95.25 t 95.25

Misce11 ©neous Chsr£es
47. S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

$ 3.05
$ 1.52
t 4.57 $ 4.57

Invoice Total: * 223.32 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

,ac · 
' BONDAR-CLEGG . 

8ROHM MINING CORP. 
MF:. JIM H(iF:ROM 
F',O. BO>( 48~.i 
Dt~f)flvJOQD, SD 

f 'l J.S' f1nd.l\:;'.Sf.'S· of Gold 
, " \. ' Sul:.1total 

S ,: nn•-- l e F' r e P 8 r· d- t i u n 
19 SamP18s of ~$~~w Prep 

r) r:· r!" 
,, .... .. J ·-' SsruPles of Exces$1ve Wetnes~ 

SubtoL<:il 

M :!. 'i:~ c (,~ 11 ;,inf::.• 1J 1,.11:., Ch i:J T· !.~ f? 1,, 

4% S. Do ST1~TE Sf".il ... FS TAX 
2X DEnDWOOD CITY SALES TAX 

Subtol-~.,;l 

Jnvoict~ 

- ~-~------~- --

Boooar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

F'2:.h? l 

! 23-0EC-D8 

r.;:er:,o rt Mo: 
F'ro)ect 
f.:t~ fe f'tH,Cf:! ~ 

098-16~~:l. 
NONE LISTED 
NONE: LISTED 

at t 6,50 $ 123.50 
t 'l.'.23, ~50 ·P. l:23.~.iO 

J: t. $ 3 
c.~ t, $ 0 

.oo l 

' 1 ~j $ 
,j; 

57.00 
3 '.J ''J e: 

\.) " "'·· .. . 

3 + O'.'.'.i 
l ~ 5:? 

·=>5+25 

lnvu.tcc Tola.Lt 

I / ' fl 
I L ' I / - .. </ ( ) 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



END
lr *"4

"TITLE 19-12-88 08:29:15 098-1615 J. BARRON 05/12/88"
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 49 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as -t-uplimt" 
" Values below the lower limit are shown as -lolmt
'DETERMINATIONS"

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS
" 01 Au FA
"SAMPLE PREPS"
" 40 SAMPLE TYPE-D
" 41 P17- 49
" 42 P 2 3 = 1
"REMARKS"
" 50 FINAL RESULTS
II * * * * II

OPT 49 0.002 99.999 Results

DRILL CORE 
Assay Prep 
Sample Pickup

ARE REPORTED

(ie not detected)"

Reported

II

FORMAT (A 8 , IX , A1 5 A 1,1 X , A 2 0,1 ( 1X , A 7 , A 1) "

BEGIN " "Type " "Frac" "Sample ID" " Au
16150001" " D " "2" " R88-520 —0-5 " -0.002
16150002" "D" " 2 " "R88—520-5-10 " -0.002
16150003" "D" "2" "R88 — 520 —10 —15 " -0.002
16150004 " "D" "2" "R88 — 520 —15-20 " -0.002
16150005" " D " "2" "R88—520—20-25 " -0.002
16150006" " D " "2" "R88—520-25-30 " -0.002
16150008" "D" "2" "R88-520—30-35 " -0.002
16150009" "D" "2" "R88—520-35-40 " 0.003
16150010" " D " ii ^ H "R88-520-40-45 " 0.008
16150011" " D " "2" "R88 — 520 —45 —50 " 0.008
16150012" "D" "2" "R88—520—50-55 " 0.007
16150013" " D " " 2 " "R88 — 520 — 55-60 " -0.002
16150014" " D " "2" "R88—520—60-65 " -0.002
16150015" " D " " 2 " "R88—520-65-70 " -0.002
16150016" "D" " 2 " "R88—520—70-75 " -0.002
16150017" "D" "2" "R88 — 520 — 75-80 " 0,003
16150018" " D " ii ^ I* "R88—520-80-85 " -0.002
16150019" " D " "2" "R88-520-85-90 " -0.002
16150020 " " D " "2" "R88—520-90-95 " -0.002
16150021" " D " "2" "R88—520—95-100 " -0.002
16150022" "D" " 2 " "R88—520—100-105 " -0.002
16150023" " D " "2" "R88 — 520 —105 —110 " -0.002
16150024" "D" " 2 " "R88—520—110-115 " -0.002
16150025" " D " "2" "R88-520-115-120 " -0.002
16150026" " D " "2" "R88—520—120-125 " 0.003
16150027 " "D" "2" "R88-520-125-130 " -0.002
16150028" " D " " 2 " "R88—520—130—135 " 0.003
16150029" " D " " 2 " "R88—520—135-140 " -0.002
16150030" "D" ii 2 ii "R88 — 520 —140-145 " -0.002
16150031" " D " " 2 " "R88 — 520 —145-150 " -0.002
16150033" " D " ii 2 n "R88 — 520 —150 —155 " -0.002
16150034" "D" " 2 " "R88—520—155—160 " 0.003
16150035" "D" "2" "R88—520—160—165 " -0.002
16150036" " D " "2" "R88—520-165-170 " -0.002
16150037" " D " "2" "R88—520—170-175 " -0.002
16150038" " D " " 2 " "R88 — 520 —175-180 " -0.002
16150039" " D " "2" "R88 — 520 —180-185 " -0.002
16150040" "D" " 2 " "R88—520-185-190 " 0.009
16150041" " D " "2" "R88—520—190-195 " 0.006
16150042" "D" "2" "R88-520-195-200 " -0.002
16150043" " D " " 2 " "R88-520—200-205 " 0.004
16150044" "D" "2" "R88-520—205-210 " -0.002
16150045" " D " "2" "R88—520—210-215 " -0.002
16150046" " D " ii p ii "R88-520-215-220 " -0.002

11

II END II 

"TITLE 19-12-88 08:29:15 098-1615 
CLIENT BROHM MINING CORP. 
PROJECT NONE LISTED #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 05/12/88" 
II 

49 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 49 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 49 
42 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
**** II 
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN II Type" "Frac" "Sample ID II 

16150001 D 2 "R88-520-0-5 
16150002 D 2 R88-520-5-10 
16150003 D 2 R88-520-10-15 
16150004 D 2 R88-520-15-20 
16150005 D 2 R88-520-20-25 
16150006 D 2 R88-520-25-30 
16150008 D 2 R88-520-30-35 
16150009 D 2 R88-520-35-40 

'16150010 D 2 R88-520-40-45 
16150011 D 2 R88-520-45-50 
16150012 D 2 R88-520-50-55 
16150013 D 2 R88-520-55-60 
16150014 D 2 R88-520-60-65 
16150015 D 2 R88-520-65-70 
16150016 D 2 R88-520-70-75 
16150017 D 2 R88-520-75-80 
16150018 D 2 R88-520-80-85 
16150019 D 2 R88-520-85-90 
16150020 D 2 R88-520-90-95 
16150021 D 2 R88-520-95-100 
16150022 D 2 'R88-520-100-105 
16150023 D 2 R88-520-105-110 
16150024 D 2 R88-520-110-115 
16150025 D 2 R88-520-115-120 
16150026 D 2 R88-520-120-125 
16150027 D 2 R88-520-125-130 
16150028 D 2 R88-520-130-135 
16150029 D 2 R88-520-135-140 
16150030 D 2 R88-520-140-145 
16150031 D 2 R88-520-145-150 
16150033 D 2 R88-520-150-155 
1615 0 0 3 4· D 2 R88-520-155-160 
1.6150035 D 2 R88-520-160-165 
16150036 D 2 R88-520-165-170 
16150037 D 2 R88-520-170-175 
16150038 D 2 R88-520-175-180 
16150039 D 2 R88-520-180-185 
16150040 D 2 R88-520-185-190 
16150041 D 2 R88-520-190-195 

"16150042 D 2 R88-520-195-200 
"16150043 D 2 R88-520-200-205 
"16150044 D 2 R88-520-205-210 
"16150045 II D II "2 R88-520-210-215 
"16150046 II D II "2 R88-5?.0-215-220 

II 

II. 

II 

II 

Au" 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 

0.003 
0.008 
0.008 
0.007 

-0.002 
-0.002 
-0.002 
-0.002 

0.003 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 

0.003 
-0.002 

0.003 
-0.002 
-0.002 
-0.002 
-0.002 

0.003 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 

0.009 
0.006 

-0.002 
0.004 

-0.002 
-0.002 
-0.002 

II 

II 

II 



"16150047" "D" "2" " R 8 8 — 
"1£1500.48" "D" "2" "R88-
"16150049" "D" "2" " R 8 8 —
"16150050" "D" "2" " R 8 8 —
"16150051" "D" "2" " R 8 8 —
" END "

-220-225 " -0.002 
-225-230 " -0.002 
-230-235 " -0.002 
-235-240 " -0.002 
-240-245 " -0.002

520
520
520
520
520

16150047 11 II D II 112 II 11 R88-520-220-225 II -0.002 
1p150@.48 11 II D II II 2 II "R88-520-225-230 II -0.002 
16150049 11 II D II II 2 II 11 R88-520-230-235 II -0.002 
16150050 11 11011 112 II "R88-520-235-240 II -0.002 
16150051 11 II D II II 2" "R88-520-240-245 II -0.002 
END II 



J. BARRON 06/12/88"TITLE 21-12-88 08:28:22 098-1621 
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES: 19 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 19 0.002 99.999
"SAMPLE PREPS"
" 40 SAMPLE TY P E = D DRILL CORE
" 41 P17- 19 Assay Prep
" 42 P64= 255 Excessive Wetness
"REMARKS"
" 50 FINAL RESULTS ARE REPORTED.
II * * * * <1

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

Results

II '
II

II

Reported

11

"BEGIN " "Type" "Frac" "Sample ID" II Au"
"16210001" " D " "2" "R88-520-245-250 II -0.002
"16210002" " D " "2" "R88-520-250-255 II -0.002
"16210004" " D " II 2 H "R88—520-255-260 II -0.002
"16210005" "D" "2" "R88 — 520 — 260-265 II -0.002
"16210006" " D " "2" "R88—520-265-270 II -0.002
"16210007" " D " "2" "R88—520-270-275 II -0.002
"16210008" "D" "2" "R88 — 520 —275 —280 If -0.002
"16210009" "D" it ^ " "R88 —520 —280 — 285 II -0.002
"16210010" "D" 11 2 " "R88—520—285—290 II -0.002
"16210011" " D " "2" "R88—520-290-295 11 -0.002
"16210012" " D " " 2 " "R88-520-295-300 II -0.002
"16210013" " D " "2" "R88—520-300-305 M -0.002
"16210014" " D " K ^ 11 "R88-520—305-310 II -0.002
"16210015" " D " "2" "R88-520—310—315 II -0.002
"16210016" "D" "2" "R88 —520 — 315 — 320 II 0.034'—
"16210017" " D " "2" "R88-520—320-325 II 0.013-
"16210018" "D" "2" "R88-520-325-330 II 0.004- Zc>'Q^.oZZ~

"16210019" "D" "2" "R88-520-330-335 II 0.035 —
"16210020" "D" "2" "R88—520-335-340 II 0.003

. .... 
"TITLE 21-12-88 08:28:22 098-1621 
"CLIENT BROHM MINING CORP. 
"PROJECT NONE LISTED 

SPECIAL VALUES" 
#SAMPLES: 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 06/12/88" 
II 

19 REFERENCE: NONE LISTED 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 19 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 19 
42 P64= 255 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 

50 FINAL RESULTS ARE REPORTED. 
**** II 

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN II Type" "Fr a c" "Sample ID II 
16210001 D 2 R88-520-245-250 II 

16210002 D 2 R88-520-250-255 II 

16210004 0 2 R88-520-255-260 II 

16210005 0 2 RBS-520--260-265 
16210006 D 2 R88-520-265-270 
16210007 D 2 R88-520-270-275 
16210008 D 2 RSS-520-275-280 
16210009 0 2 R88-520-280-285 
16210010 D 2 'R88-520-285-290 
16210011 0 2 RSS-520-290-295 
16210012 D 2 RBS-520-295-300 
16210013 D 2 R88-520-300-305 
16210014 0 2 R88-520-305-310 
16210015 D '2 RSS-520-310-315 
16210016 0 "2 RSS-520-315-320 
16210017 D "2 R88-520-320-325 
16210018 0 II 2 RSB-520-325-330 
16210019 0 II "2 R88-520-330-335 
16210020 0 II "2 RBS-520-335-340 
END II 

~ 

II 

II 

II 

II 

II A u II 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 
-0.002 

0. 034- 51'5- 3~S 
0.013-

I 
0.004- 2.o{!_.~oZZ-
0.035-
0.003 

II 

II 



4S99L «"lo 1°
Contractor ^TP Coordinate* 235L, \ -5*1 £■ 57 3^______ Pro [net £&C> £Hole Mo £%$-

Drill Type Casing Depth State & Sheet f ol

Hole Size Bearinginclination *~ ^0 Date Started____ /t- V■ __________ Pmoiriy 6>u~'T l t*

Collar Elev—;4 Final Deoth _______________________ Date Completed Hole Surveyed 6

D
R

IL
L

 CU
T

T
IN

G

I 

I 

l 
:1 
·I 
·I 

I 
I 
I 
I 

__ ;ii,, 

I 
I 

I 

\ 
' I 
\ . 

Contraclor _ _.f1 ... o_,-.}-fl) ________ _ 

Orm Type ___________ _ 

Hole Size ___________ _ 

Collar Elev. __ S_+ ___ \ + ___ ,9 ________ _ 

• GRAPHIC LOGS 
V • ••oo 
a -: AL TERA TION • -•••••• 
C • • •••••• ... .: 
i 

... ..... -
C !:! -.. ... 
0., o .. :, .. . -. . 

., , 

I{, 

~o 

4 
I 

ff) ' 
I 
I 

4sqsi.. • 7° r-J 
Coordinate• 2.55l.1 ,:S, f. ra1C ;£ Project b'1tr-r foe,,,~ 

Caalng Depth ___________ State 2P 
Hole No. eye - 5 2-D 

Sheet-1..ot __ 

Bearing - lncllnatlon._-___,'j._o____ Date Started _ ___.ll....._· _· ... 1_. _'8'._~----- Property _t_,~_.,.-_i_·-_P_e_· "_: ___ _ 
Flnal Depth '34?1 

Date Completed __ l'l-_, _'3_· i_'6 ____ _ Hole Surveyed_/l(_o _____ _ 

uuWN Hou; 
LOCATION 

io•/1{ 

N5 -l~O 

l1oJ\15 

z 
0 
.: 
C 
> .., .. ... 

ROCK TYPE 

' 

I". 1,1,::i 

u 

~rL:, 
j ' 

°fl, 

. 

GEOLOGIC NOTES 
DESCRIPTION MINERALIZATION 

.. INIIIALOe't, ALTIRATION. TIKTURII, AIIIBIIMJIAM 
.. ••••••. 0111• .... ••••· 

ASSAY 

....... ••••• , ........ "' 1111 "•'"""· ... , ........ , 

I I I I 

. 
.. :.! I - -z. 0 ,-cJ /4,S.., -

13e-p{S CA.-,a,;z..,A.-.A.) l)c;-4.'l-, r .).,..utl"?.rrr (13o-Jt.15\ $·1/ot'o fi.t:; 
'-

/'(5 /5R. ·1'Jo14rz · ...,.-e~ -, 'Lir-£ ~..,,,,._D ...,,, b (;t/S - tf15 )' I - Z ,o f.;. l!J I . 
I I I .. 

·----· 
158- !f/5 nie;cthM /3~ / ,A-;J 5::../../t St"' 

. 

g _, 

I ;:. 
.: .A ... ~ :> • c,) 0 

0 _, 0 

~ -' 
C 
Q 



Contractor Coordinataa, Profact Mola No

Drill Tyna Casing Daoth Stata Shaat ^"ol ___

Holo Stza Baaring __ Inclination Data Startad Prooarty

Collar Slav. Final Daoth Data Comolatad Hola Survayad

D
R
I
L
L
 
C
U
T
T
I
N
O

,,..• 

I 
l 
I 

I 
I I 

' I 

l \ 
I ' I I 

'\ \ 

Contractor ___________ _ 

Drlll Type ___________ _ 

Hole Size ___________ _ 

Collar Elev. ___________ _ 

• GRAPHIC LOGS 
u .... 
a -:: Al TE RATION• -•••••• 
C e I•••••• • • .: 
i 

"' ..... -
Cg -.. ... 
0 _. i .. :) .. .. -. . 

Coordinate•------------- Prolect _____________ _ 

Caalng Depth ____________ State _____________ _ 

Bearlng ____ lncllnatlo _______ Date Started __________ _ 

Final Depth Date Completed _________ _ 

uuw" HOlll 
LOCATION 

a 
0 
;::: 

ROCK TYPE 

GEOLOGIC NOTES 
DESCRIPTION 

QIIJIUIMUON 

Hole No. t,.'3''&" - .S' t:D 

Sheet 2-ot __ 

Property __________ _ 

Hole Surveyed _______ _ 

MINEAALIZA TION 

ASSAY C 
> 
"' .. ... 

...... Alo••· AlTIIIIATION, TIITU'lle. 

UA• e111, P•AOMINT e111 
Me•••••• DI•••-••••· 
"•'"""· ••"'•c••••• 

I b M5- W,O ~~ H+1-+++++H-+++~M-+i-+++++H-H++++++Htt1+++-'~l'rl''...._....__-t-__ -+-__ +-__ -+-____________________ +-___________________ -+---~---1 

I 

IC.: 

2c 
lo 

1-?r-. 

Jc 

1.D 

JO 

I' ' I I 

-Pee:-cA-w-1!. 1?:1 AN 
'?12 EC~ ~ Z.:1 ..d_.:" 

<_,,I-ff~, 

-
(z..05 - 2-t/5 \ I · 2. ~c, ~ 5 .. 

-

., -

8 _, 

I .: ... 
:, 
u 
_, 
~ 
a: a 

~~~~+M-~#+t-++-l-+4+-l++ttt++H+++-~Ht----+----t----t----+---------------------t------------·----·----+---...... --1 

;,:. 
0 

~ • 0 
0 
0 _, 


